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EarTag : 41608
Micron : 17.9 mic

MicDev : -5.4 mic
SD : 3.5 mic

CVD : 19.3 %
CEM : 7.3 mic

CF : 99.7 %
SF : 17.1 mic

Staple Len : 60.0 mm
Finest Point From Tip : 55.0 mm

SD Along : 0.50 mic
CRV : 49.6 Dg/mm

41608
FD 17.9
SD 3.5
CV 19.3
CF 99.7
CURVE 49.6[37]
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